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TEST REPORT

wRE 5 2013006376 b
Report Ne. :

B W H A S ESNTIRR L

Place for Test :  China National Analytical Center, Guangzhou

Hh Bk 7T AEZIR B 1005 KEEA
Address : 100 Xianlie Road, Guangzhou, China
ME B 4a 5 : 510070

Postcode :

B OiE B 5. (020)37656880, 87681610
Tel ¢

M H B 5. (020)87685550, 87682020
Fax :

P #k: www.fenxi.com.cn
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CHINA NATIONAL ANALYTICAL CENTER, GUANGZHOU
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TEST REPORT
FH AL WK EFKB R A A MEMT: 2013006376 b
Customer Hunan Titania Nano Science & Technology Co., Ltd Report No.
FER TR AR BEREH B 201348 H6H
Sample Name Aluminous honeycombed photocatalyst nets Sample Receiving Date 2013-8-6
LA B 1 i F 4 . 8H6H = 8AH9IH
Quantity Received Testing Period  6-Aug to  9-Aug
Pt e B H - 201348 H9H
Sample Lot Ne./Batch Ne: Date for Reporting 2013-8-9
kil &5 R
Test Results
Resultsf il 45
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437 35 H Item| Concentration before BUNFE A LR BE WSROI of il 77 ¥4 Method

S s o0 Concentration after the decline under the
sample was put in 1h(mg/m") test condition

in (mg/m’)
T 1 98.2
Formaldehyde 79.6 4 - HPLC(US EPATO-5-1984)
(LFEH)
(End of report) :
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o [FRICTIo2008, oL MBI TN IR, HO\FER RO RAA h ROt

T B Y AR R I BA 5 3em), I T B VR 4244, With reference to JC/T1074-2008, inject a
certain number of formaldehyde in a sealed box(the volumn of it is 60L), then determinate the
concentration before and after treated by the sample with ultraviolet lamp 1h( the ultraviolet lamp was
3cm distance to the surface of the sample).

Koph: 18*12em——RAETTHR A

Note ~ |specifications: 18*12cm—provided by customer.
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= B Without the written approval of the laboratory,the report shall n be repro lice

Declaration [(2)iskrE R, RIS 3 v fa‘f Aim,

For sample submitted by customer the results of the report is respdgsib er
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TEST REPORT
FESh A B ER RERS 2013006376 b
Sample Appearance: Honeycomb Report No. :
ZFE 7 ik JTMRFIX H #1415 s R EA2117E
Customer Add.: Room A2117, Shangde Building,#141, Wushan Road, Tianhe District, Guangzhou
R [Vlgm, [ aee  Clougsm:  <E. \ CoEE o\
Submitted Sampling
Test Type: |:| by D by Our D Insitu Testing Air Temperature: ‘C  Humidity
Customer Center

E: LTI E R I e S
Annotate:The Following Items Shall be Filled if Sampling by Our Center is Selected

IR TR \ ZRAEE: \

Recording Sheet No. for Sampling: Batch Quantity Tested:

fild H 34 N ¢ e NN H FlHURE S B \
Sampling Date: Quantity Sampled:

A b L X A=HEE: \ £ \A \ H
Sampling Place: Manufacture Date:

Ve

Annotate:

1. g RARER, FRAFOLELEH, KERKFEHRERS .
If you have any questions about the result to confirm, please indicate the report number toQur
business department. ;
2. MEERAA S, BHERRNZAE, /RE MR, WEXNIHERERREE
K, EE—NHANBEMAET L. Za

Sample suitable for preservation will be preserved for one month since the sample was tested, a
retest should be applied during this period. >
3. AR ERECERL
Alter the report is invalid.
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